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Sample Positioning (3-axis)
• Χ = 0º - 90º 

• Ψ = 0º - 90º

• η = 0º - 360º

X-Z translation stage
• 100mm travel in each axis

Advanced Research Systems DE-202 

Cryocooler with 800 K interface
• Stable in temperature range of 6 K – 800 K.

Humidity Chamber with Vacuum Shroud

for substrate-supported thin films
• Humidity controlled by binary saturated salt solutions

• Temperature controlled by Cole Parmer Polystat 10124 

refrigerated circulating water bath (4 ºC – 80 ºC)

• Chamber temperature readback by Type K thermocouple

• Maximum substrate size (WxHxT): 30 mm x 65 mm x 1 mm
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